30.10.2019 HSE AIMS : Round Report
Asbestos in Materials Individual Results : Round 069 : 069 AIMS R69
For Laboratory Number : 2023 Tampereen Asbesti - Ja Kuitulaboratorio
Report Issued 23/10/2019 11:15:57
Report No. 069/601/12074/ 21090
Your Performance Score 0
Your Performance Classification Good
Your Score This Round 0
Sample Your Result Assigned Result Sample Score
1 Anthophyllite Anthophyllite 0
2 Amosite Amosite 0
3 No Asbestos No Asbestos 0
4 Amosite, Chrysotile Amosite, Chrysotile 0
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